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SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
2620 Fermi Avenue, MSIN H4-21
Richland, WA 99354

REFERENCEDATA:
Client Sample No.:
P.O. No.:
Sample Location:
Sample Type:
Method Reference:
DCL Set ID No.:
DCL Sample ID No.:
Sample Receipt Date:
Analysis Date:

J15P98 through J15PB7
Not Available
384 Building
Bulk
EPA-600/R-93/116
07-A-5507
07-31949 through 07-31958
9/28/07
10/3/07

0
SAO

Ab

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/I16. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fune hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

Shawn Smythe Anna Marie Ristich
Analyst Reviewer

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in Order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChern Laboratories NVLAP Lab 1D: 101917. Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government.

CINCINNATI OFFICE
4388 0EN-ALE4uORD ROAD
CINCINNATI, ONO 45242-3706
513733-5336. FAX 513 733-5347

WEST COAST OFFICE
11 SANTA YORMA COURT
NOVATO, CAUFORNA 94045
800 280-W71, FAX 415 893-0488
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DataChenr Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 384 Building

Set ID: 07-A-5507

Client Sample ID: J15P98 J15P99 J15PBO J15PBI J15PB2
DCL Sample ID: 07-31949 07-31950 07-31951 07-31952 07-31953A
Macroscopic Eynmination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Layered Layered Layered Heterog.
Inseparable Inseparable Inseparable Inseparable

Color: Black/Grey Grey/Black Grey/Black Yellow/Black Yellow
Texture: Resn/Crmby/Fbrs Crmby/Fbm/Resn Crnby/Fbrs/Resn Fbra/Resns Fibrous
Description: Material Material Material Material Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals
% Chrysotile: >10S 20 >3 S5 >3 S5 >5 10
% Amosite: >10:S20 >10S20
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >10520 >13! S25 >13S 25 >5S5 10 ND
Other Materials
%Cellulose: >5: S10 >3!S5 >3S5 >3s5
% Fiberglass: >3 S5 >50S 60 >80:s 90
% Other Fibers:

% Resin/Binder: >50g 60 >5S 10 >5S 10 >10:s20
% Non Fibrous: >5 S10 >60S 70 >60 S70 >5!s 10 >5:s 10

ND-NonefDetected Trace-<%

Special Prep Procedures: None.

*Notes: P.O. #: Not Available.

Shawn Smythc'
Microscopist

All values we in area percent by visual estimate. Tbe Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations flies
i... lithe asbestos content is estimated to be less than 10% by a method other than point counting.... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request
Wherever possible, separate phases are analyzed and reported individually.
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10/3/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 384 Building

Set ID: 07-A-5507

Client Sample ID: J15PB2 JI5PB3 J15PB4 JISPB5 JI5PB6
DCL Sample ID: 07-31953B 07-31954 07-31955 07-31956 07-31957
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Heterog. Homog. Layered Layered Layered

Inseparable Inseparable Inseparable
Color Black Black Black/Yellow Yellow/Black Black/Grey
Texture: Resna/Fbrs Resns/Fbrs Resns/Fbrs Fbrs/Resns ResnsFbra
Description: Material Material Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysowtile: >10:S20 >10:520 >10!S20 >5 S10 >10:s20
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >10s20 >10s 20 >10:s 20 >5s10 >10 S 20
Other Materials
% Cellulose:
% Fiberglass: >3: S5 >3s5 >5:S 10 >50s 60 >5 s 10
% Other Fibers:

% Resin/Binder >50 s 60 >50:s 60 >40:s 50 >10!S20 >40 S50
% Non Fibrous: >10s20 >10 s20 >10s20 >5S10 >10S20

ND-NoneDetected Trce-<l%

Special Prep Procedures: None.

*Notes: P.O. #: Not Available.

S= Smythe
Microscopist

All values ar in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations astes
"... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PL.M." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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10/3/07
DataChem Laboratories

Polarized Light Mieroscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 384 Building

Set ID: 07-A-5507

Client Sample ID:
DCL Sample ID:

J15PB7
07-31958

Macroscopic Examination
Accepted/Rejected: Accepted
Homogeneity: Layered

Inseparable
Colon Black/Yellow
Texture: Resns/Fbra
Description: Material
Analysis: PLM
Asbestifori Minerals
% Cirysotile: >10S20
% Anosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >10S 20
Other Materials
% Cellulose:
% Fiberglass: >5!s 10
% Other Fibers:

% Resin/Binder: >40!s 50
% Non Fibrous: >10!s20

ND - None Detected Thce -<1%

Special Prep Procedures: None.

*Notes: P.O. # Not Available.

Shawn Smythe
Microscopist

Al values we in - pm nt by visual esti. Tbe Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations stats
"... ithe asbestos cont Is estimled to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by P.M." Any of the above sanples can be reanalyzed by point counting at the client's request.
Wherever possible, sparp e phases we analyzed and repited Individually.
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-329 lwe I of 2
Collect" Commrne Contact Telenhubc No. Project Coordinator

Mike Stankovich Mike Stankovich 531-7620 KESSNER, II Price Code 9K Data Ta"*""d

Prolect Dealmatiom Samplinocation SAFN. 7 Days
300 Area D&D Wale Chwwtuerization Saipling - Odar Soli 384 BuIlding RC-040

let Chat No. Field Loehook No. COA Method of Shipmeut
r-d:o AX Lro EL-1518-9 -FederalExpre

Shinned To Offsie Proleny No. Bill of LadleJAir BIN No.
DanlChm Laboratories - Cincinmuti - 0 6 See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos Preservation

Special Handling and/or Storage Type of Container

No. of Cotalmer(s)

VoIume S

SAA

SAMPLE ANALYSIS

Sample Not Max *anpk Dote impe

J15 98 OTHER SOLID - -o7 0 0

J15P99 S OTHER SOLID

JISP30 OTHER SOLID - t
J15PBI 7 OTHER SOLID

J15PB2 3 OTHER SOLID

CHAIN OF POSSESSION S rint Nantes SPECIAL INSTRUCTONS Mlsix
- - By/Reitied Zo. DSTISIC f BlAwed In Da'r.e liabofly Axys Dw% MuniagC, and Sbippina COA - RD4MXX2F90

37"1134 aj /ed Sampling COA - R34 1000
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Wasuington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS RE UEST RC-040-329 Phe I of 2

Collector Comoamv Contact TeleboimeNo. ProlectCoordinator PriceCode 9K " T"rao'ud
Mike Stankovich Mike Stankovich 531-7620 KESSNER. JHP

Pefect Deemation SamoUis Locaden SAFN. 7 Dy
300 Are D&D Waste Chactenization Smnpling - Olher Soil 354 Building RC-040

Ice Chat No. Field Lhbok No. COA Method of Simeo
EL-1513-9 e 1 e a m Federal Expes

Shiped To IOifte Proverty No. UdLadInt/Ar BWII No.
Dataem Laboratories - Cicnnati -S"!

POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos Prera -loT
Special Handling and/or Storage Type of*Cooneer --

No. of Coituluerjs)

voamm 5g

SAMPLE ANALYSIS

Seraph: No. Marx * Sanple Daft Saple Time

J15PB3 1 OTHER SOLID IC
J-15P94 V 5 OTHER SOLID

J15PB5 !Dt (~ OTHER SOLID
J15PB6 OTHER SOLID -
J15PB7 77J~Oj OTHER SOLID

CHAIN OF POSESSION SPECIAL INS7hJ1 IN

uByV~end FRom Dw od RyiSted In D~drnc Libo An~, DC k * mid ShippngCOA - RD4MXX2FRO
W4 o4, -; ShippgA -R3100

flyfitow~d Fmn DIUrIo UfolB inbymu w IC.4
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3728CNI07ymovedm~ksforA-Ak

L4M
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